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300 Alumax Drive
TEXARKANA, TEXAS 75568 USA

01/22/20

HEAT L33101 CRDER £2000037 /9
Lot L33101

Coil 558200-B

SHIZ TO
AMERINOX PROCESSING — NEW JERSEY
2201 MT. EPHRAIK AVE

CAMDEN, NJ 08104
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LB88031 01/20/20 CUsSTH TACHEN

ot e e e Mimamsmemesem-mmEc—ctesmmm———- ITEM DESCRIPTION ._..

,100" X 48" S052-H3Z ALOM COIL

------------------------------------------ SPECTFTCATECNS - - =< —-mm-sesm=c---ssmemacs-ocoomosoomsos
ASTM BZUY-19, AWS/Q0 R250/8, AMS 4016M
----------------------- temve--aeeiess MECHBNICAL PROPERTIES =-r------c---ermssommsoommm--sromm=oos
RESULTS Standard RESULTS Standard
Hin Max Win Max
Elongation{%) 10 7.0 Tensile Strength, KSI 33.0 3%.0 38.0
Yield Strength,KST 25.0 23.0
------------------------- wasmw-m-nmswne CHEMICAL COMPOSITIQN -r=swr------esm-ro------—mm=-smsomoomms
RESOULTS Standard RESOLTS Standard
Min HMax Hin Maz
Silicon sy Q.190 0.25C ircn (Fe) £.230 ¢.400
Copper [{=01] 0.Q49 0.100 Manganase (Mn) 0.035 0.100
Chromium (3] 0.212 0.150 0.350 Magnesium {Mq) 2.347 2.200 2.800
Zing {&n) 0.005 ¢.100 Aluminum {AL} 96,932 Remainder
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